% Shenzhen HX certification testing Co., Ltd.

Report No.: HX1510221824

RoHS Consolidated Test

Applicationo. : HX1510221824

Applicant
Address

Manufacturer

Address

Equipment Under Test (EUT)

EUT Name . Charge all cable

Model No. T #2390

Serial No. I #2819, RXD-2390, RXD-401, RXD-401D , RXD-501, RXD-501FC
Brand Name :  No supplied by client

Standards

2011/65/EC; EPA30350B:1996~ EN1122:2001- EPA3052:1996-

EPA3060A-~ EPAT196- EPA3540C. EPAS270C

REMARKS:

1. The test data obtained and the report issued by laboratories other than HX are
provided by
The applicant to us for data consolidation purposes. The report shall not be
reproduced in part without written approval of us.

2. Characterization & Condition of sample: Normal.

3. Ambient Condition During Testing:(15~22)C(20~40)%RH

4. Date of Consolidated: Oct. 26, 2015

Approved by:
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RoHS Consolidated Test Report

Form of evidence of compliance

No | part of sample Verdict
Test
Laboratory Report No.

1 | USB Joint plastic SGS C’“‘”ECE”E“%SD Pass
2 Plastic cement SGS CANECQ 1056960

3 | wire SGS CE/2012/24677

4 | USB Joint metal SGS CANECT 302455”

5 Sheet metal SGS Silver Metallic Pass
6 Plastic cement SGS CANEC1110569604 Pass
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Photographs - Constructional Details

Appearance of EUT




