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The following sample(s) was/ were submitted and identified on behalf of the client as:
Sample Name . PHONE WATERPRQCOF BAG

SGS Ref. No. : SHIN1406024789MR

Material . PVC

Spec. : 190*100mm

Manufacturer - DONGGUAN YUANFENG PLASTIC JEWELRY CO.,LTD
Sample Name . ITEM: YF-190

Date of Receipt : Jun 18, 2014

Testing Start Date : Jun 18, 2014
Testing End Date :Jun 24, 2014
Test result(s) . For further details, please refer to the following page(s)

Signed for and on behalf of
SGS-CSTC Ltd.

W

Wendy Liu
Authorized Signatory
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No. Test ltem Test Method Result Conclusion
DIN 40050.9-1993 and See test
1 IPX8 ; ) /
client's requirement result
Note: Pass : Meet the requirements;

Fail : Does not meet the requirements;
/ : Not Apply to the judgment.

Test ltem: IPX8
Sample Description: waterproof bag
Test Method: DIN 40050.9-1993 and client’s requirement
Test Condition:
Depth: 2m
Test duration: 30min
Test Result:

Sample

Check after test

1# No ingress of water was found in the sample.

Note: The above test was carried out by a SGS laboratory.
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